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We have conducted in-situ X-ray diffraction experiments at the Advanced Photon Source at the Argonne National Laboratory to explore the 
occurrence of unusual phase transformation or changes in crystal structure that are induced by electrical fields. Two specific results have 
been obtained. In one case the (1 1 0) and the (1 1 1) peaks in titanium oxide strengthen, while the (2 1 1) peak weakens, under the electric 
field at elevated temperature. The changes in the peak intensities are immediate, but they fluctuate with time even though the electric field 
remains constant. These fluctuations are ascribed to a difference in the interaction of charged defects, which are induced by the electric field, 
with different planes in rutile depending on the intrinsic charged state of the planes. In a second system the reaction between alumina and 
titania is shown to be remarkably enhanced by the electric field. Furthermore, aluminum-titanate is shown to form below the temperature 
given by the phase diagram, in support of the concept that electrical fields can produce phases that are far from equilibrium.
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The objective of this seed grant was to investigate whether unusual phase transformations can occur in ceramics under electric 
fields at elevated temperature. These experiments have come to be known under the general name of “flash sintering”. 
However, the purpose here was to see if phase changes can occur under similar circumstances in pre-sintered specimens. We 
have been able to demonstrate that indeed unusual phase changes take place that are far from equilibrium under flash 
conditions. In titanium oxide, the crystal structure as measured by the X-ray diffraction peaks during in-situ experiments at the 
APS synchrotron we see changes that appear and then vanish when the electric field is turned on and off. In the case of the 
alumina-titanium dioxide system, aluminum titanate is seen to from at temperatures below the equibrium temperature given by 
the phase diagram. The reaction between alumina and titania to from the titanate spinel is accelerated several fold under the 
electric fields. These results demonstrate the promise of using electric fields to form materials that cannot be form by 
conventional methods and phase equilibria.
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